20w || Davears e JOINT COMPOUND Q!' gﬁfjm NO: g/gg%s
PRODUCTS . ({’C_)LY?\ERIC BASE) | PAGE. Y of 2
. | .APPROVAIS: ‘zt\-?( PRODUCING PLANT | CANCELS: J 6003
o, {(y,;ymrv@ Csmrmiz | DATE: C B/25/e9
BULLETIN | DESCRIPTION ¢ | pounps | caviom
520 Whiting o Y 963 | 1000
251 . [Mica, WMC P 8OF L 1.8 | 300
260" | Sericite, Narvon 19.85 |- 400
- 045 - | Asbestos 7RF 10 S 7.44 | 150
- 166 Hamaco 277 ' . _ 2.48. 50
330 Polyvinyl Alechol ' © 1.98 40
164 Glyoxal 80% ] £ |8
453 Preservative ' .10 2
245 Thickener : - .50 10
F¥Al HC Tale . 2.48 50
. ) 454 Nopeco PD 1 . ' : .25 5
- ' TOTAL o 100.00 2015

" MANUFACTURING INSTRUCTIONS:'

1. See Process Bullet:m J 303. . . .
2. Mixing time shall be 8 minutes minimum snd 12 mlnutes maximum,

QUALTITY CONTROL:

TM—l « . Viscosity, 150 gn cyl:.nder @ 5 sec | - 38 - 40 mm

T™-3 Tape Bond ' - _ ‘9 - 10

™5 Application - ' " Equel to Standard

T™M-7  Workability - ] " Equal to Standard
_. || b3 0.25 Boric Acid Test T T w firm gel after 1 min,
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